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SSM-492US PATENT 

IN THE UNITED STATES PATENT AND TRADEMARK OFFICE 

Applicants: Carl-Ludwig Graf von Deym et aL    : Art Unit: 

Application No.:      To Be Assigned : Examiner: 

Filed: Herewith 

FOR: SORTING AND SEPARATING METHOD AND 

PLANT FOR RECYCLING PLASTICS 

PRELIMINARY AMENDMENT 

Assistant Commissioner for Patents 

Washington, DC 20231 

SIR: 

Prior to examination, please amend the above-identified application 

as follows. 

IN THE CLAIMS: 

Please replace the claims with the following amended claims. 

1 1.      A sorting and separating method for recycling plastics which 

2 are provided in a mixture of plastics as refuse, wherein the method includes 

3 separating the plastics according to types of plastic, 

4 wherein 

5 the mixture of plastics is sorted and separated according to colours, 

6 and the fractions of plastics thus obtained, separated according to colours, are 

7 sorted and separated according to types of plastic. 

1 2.      The method as set forth in claim 1, wherein the mixture of 

2 plastics is sorted and separated according to primary colours, wherein the primary 

3 colours are preferably standardised colours, in particular RAL primary colours. 

1 3.      The method as set forth in claim 1, wherein the fractions of 

2 plastics, separated according to colours, are subjected to extraction in an extractor, 

3 preferably a carrousel extractor, by means of ethyl acetate as the extraction 

4 medium. 
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1 4.       The method as set forth in claim 1, wherein the mixture of 

2 plastics is subjected to an analysis for material degradation, and the plastics 

3 contained in the mixture of plastics are sorted and separated according to colours if 

4 the analysis establishes that a predetermined degree of degradation has not been 

5 exceeded. 

1 5.      The method as set forth in claim 1, wherein plastics (LDPE, 

2 PP) with different melting temperatures, which are obtained as a mixture by means 

3 of or after separation according to colours, are separated thermally by means of a 

4 thermal scanner 

LA 1 6.      The method as set forth in claim 5, wherein the thermal 

O 2 scanner includes a conveying means comprising a perforated support on which the 
O 
;r:        3 plastics (LDPE, PP) to be thermally separated are transported and heated to a 

4 temperature at which at least one of the plastics (LDPE, PP) is in a free-flowing 

5 and at least one other of the plastics (LDPE, PP) is in a solid state of aggregation. 

J 1 7.      The method as set forth in claim 6, wherein a plastic (LDPE) 

Q        2 which has been transferred to a free-flowing state of aggregation by being heated is 

j\*        3 collected in a cooling bath to be re-solidified. 

Q 1 8.      The method as set forth in claim 1, wherein 
m 

2 the mixture of plastics, having been separated from the non-plastics 

3 contained in a mixture of material, is washed with a washing fluid, and the washing 

4 fluid - together with washed out organic material contained in it - is fed to a bio gas 

5 power station comprising a bio gas generator which generates methane gas from the 

6 organic material by means of micro-organisms; 

7 the methane gas is combusted in a gas turbine; and 

8 a combustion gas from the gas turbine is used to produce processing 

9 energy for sorting and separating the plastics. 

1 

2 

3 

9.      A plant for recycling plastics and preferably also for 

recycling other materials contained in a mixture of refuse material, said plant 

including: 
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4 a)      a first type-separating means with which plastics and 

5 non-plastics are separated; 

6 b)      a second type-separating means with which the plastics 

7 separated from the non-plastics are separated according to 

8 types of plastic; 

9 wherein 

10 c)      the plastics from the first type-separating means are 

11 transported to a colour separating means in which the plastics 

12 are sorted and separated according to colours and transported 

O        13 in fractions of colours to the second type-separating means. 

[% 1 10.     The plant as set forth in claim 9, wherein the colour 

jjjj        2 separating means comprises a carrousel extractor in which the fractions of plastics, 

3 sorted according to colours, are individually subjected to extraction using a hot 

4 extraction medium. 

1 11.    The plant as set forth claim 9, wherein the second 

2 type-separating means comprises a thermal scanner which comprises a conveying 

3 means with a perforated support for plastics and preferably a cooling means 

4 arranged underneath the perforated support, in a hot gas tunnel. 

1 12.     The plant as set forth in claim 9 further comprising a bio gas 

2 power station with a bio gas generator topped by at least one gas turbine, wherein: 

3 the bio gas generator generates methane gas, by means of 

4 micro-organisms, from the organic material removed from the mixture of material 

5 in the plant; 

6 the methane gas is combusted in the gas turbine; and 

7 a combustion gas from the gas turbine is used to produce processing 

8 energy and/or the gas turbine is used to produce electrical energy for the plant. 

l 

2 

13.     The plant as set forth in claim 9 further comprising a chip 

and fibre recycling means with which re-processible chips and fibres are obtained in 
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3 a multi-stage chemico-thermo-mechanical method from wood refuse separated out 

4 from the mixture of material in the plant. 

i 14.     The plant as set forth in claim 9, wherein 

:asrs 

2 the plastics are subjected to an analysis for material degradation by 

3 means of an analysing means; and 

4 plastics are only sorted and separated according to colours if a 

5 material degradation of the plastics does not exceed a predetermined degree of 

6 degradation, and where they do exceed it, are preferably comminuted into plastic 

7 particles to be used as fuel. 

Respectfully submitted, 

Christopher R. Lewis, Reg. No. 36,201 

Attorney for Applicants 

CRL/lrb 

Enclosure: Version with Markings to Show Changes Made 

Dated: November 6, 2001 

Suite 301 

One Westlakes, Berwyn 
P.O. Box 980 

Valley Forge, PA 19482-0980 
(610) 407-0700 

The Assistant Commissioner for Patents is 
hereby authorized to charge payment to 
Deposit Account No. 18-0350 of any fees 
associated with this communication. 

EXPRESS MAIL    Mailing Label No.: EL743541268US 
Date of Deposit: November 6, 2001 

I hereby certify that this paper and fee are being deposited, 
under 37 C.F.R. §1.10, and with sufficient postage, using 
the "Express Mail Post Office to Addressee" service of the 
United States Postal Service on the date indicated above 
and that the deposit is addressed to the Assistant 
Commissioner for,Patents, Washington, DC 20231.1 

Kathleen Libby 
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VERSION WITH MARKINGS TO SHOW CHANGES MADE 

IN THE CLAIMS: 

1 LA sorting and separating method for recycling plastics which 

2 are provided in a mixture of plastics as refuse, wherein the method includes 

3 separating the plastics according to types of plastic, 

4 characterised in thatwherein 

5 the mixture of plastics is sorted and separated according to colours, 

6 and the fractions of plastics thus obtained, separated according to colours, are 

V j         7 sorted and separated according to types of plastic. 

% l 2.      The method as set forth in claim 1, characterised in that 

5J3        2 wherein the mixture of plastics is sorted and separated according to primary 

W 3 colours, wherein the primary colours are preferably standardised colours, in 

l=i 4 particular RAL primary colours. 

□ 1 3.      The method as set forth in any one of the preceding claims, 

2 characterised in that claim 1, wherein the fractions of plastics, separated according 

\Q        3 to colours, are subjected to extraction in an extractor-^, preferably a carrousel 

4 extractor, by means of ethyl acetate as the extraction medium. >:~i = 

1 4.      The method as set forth in any one of the preceding claims, 

2 characterised in that claim 1, wherein the mixture of plastics is subjected to an 

3 analysis for material degradation, and the plastics contained in the mixture of 

4 plastics are sorted and separated according to colours if the analysis establishes that 

5 a predetermined degree of degradation has not been exceeded. 

1 5.      The method as set forth in any one of the preceding claims, 

2 characterised in that claim 1, wherein plastics (LDPE, PP) with different melting 

3 temperatures, which are obtained as a mixture by means of or after separation 

4 according to colours, are separated thermally by means of a thermal scanner-fiO)r 

1 6.      The method as set forth in the preceding claim_5, 

2 characterised in that wherein the thermal scanner-(±0) includes a conveying means 

3 445) comprising a perforated support on which the plastics (LDPE, PP) to be 
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4 thermally separated are transported and heated to a temperature at which at least 

5 one of the plastics (LDPE, PP) is in a free-flowing and at least one other of the 

6 plastics (LDPE, PP) is in a solid state of aggregation. 

1 7.      The method as set forth in any one of the preceding two 

2 claims claim 6, characterised in that wherein a plastic (LDPE) which has been 

3 transferred to a free-flowing state of aggregation by being heated is collected in a 

4 cooling bath (18, 22) to be re-solidified. 

1 8.      The method as set forth in any one of the preceding claims 

2 claim 1, characterised in that: wherein 

3 the mixture of plastics, having been separated from the non-plastics 

4 contained in a mixture of material, is washed with a washing fluid, and the washing 

5 fluid - together with washed out organic material contained in it - is fed to a bio gas 

6 power station-(2) comprising a bio gas generator which generates methane gas from 

7 the organic material by means of micro-organisms; 

8 the methane gas is combusted in a gas turbine; and 

9 a combustion gas from the gas turbine is used to produce processing 

10 energy for sorting and separating the plastics. 

1 9.      A plant for recycling plastics and preferably also for 

2 recycling other materials contained in a mixture of refuse material, said plant 

3 including: 

4 a)      a first type-separating means (1, A9 5) with which plastics and 

5 non-plastics are separated; 

6 b)      a second type-separating means (9, 10) with which the 

7 plastics separated from      the non-plastics are separated 

8 according to types of plastic^; 

9 characterised in thatwherein 

10 c)      the plastics from the first type-separating means (1, 4, 5) are 

11 transported to a colour separating means (7; 7, 8) in which 
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12 the plastics are sorted and separated according to colours and 

13 transported in fractions of colours to the second type- 

14 separating means (9, 10). 

1 10.    The plant as set forth in the preceding claim_9, characterised 

2 in that wherein the colour separating means (7, 8) comprises a carrousel extractor 

3 {8) in which the fractions of plastics, sorted according to colours, are individually 

4 subjected to extraction using a hot extraction medium. 

1 11.    The plant as set forth in any one of the preceding claims 

2 claim 9, characterised in that wherein the second type-separating means (9, 10) 

3 comprises a thermal scanner-(±0) which comprises a conveying means-4t§) with a 

4 perforated support for plastics and preferably a cooling means-{18) arranged 

5 underneath the perforated support, in a hot gas tunneHil). 

1 12.     The plant as set forth in any one of the preceding claims, 

2 characterised in that: the plant comprises claim 9 further comprising a bio gas 

3 power station-<2) with a bio gas generator topped by at least one gas turbinef, 

4 wherein: 

5 the bio gas generator generates methane gas, by means of 

6 micro-organisms, from the organic material removed from the mixture of material 

7 in the plant; 

8 the methane gas is combusted in the gas turbine; and 

9 a combustion gas from the gas turbine is used to produce processing 

10 energy and/or the gas turbine is used to produce electrical energy for the plant. 

1 13.    The plant as set forth in any one of the preceding claims, 

2 characterised in that the plant includes claim 9 further comprising a chip and fibre 

3 recycling means-{4) with which re-processible chips and fibres are obtained in a 

4 multi-stage chemico-thermo-mechanical method from wood refuse separated out 

5 from the mixture of material in the plant. 

1 14.     The plant as set forth in any one of the preceding claims 

2 claim 9, characterised in that: wherein 
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3 the plastics are subjected to an analysis for material degradation by 

4 means of an analysing means (6); and 

5 plastics are only sorted and separated according to colours if a 

6 material degradation of the plastics does not exceed a predetermined degree of 

7 degradation, and where they do exceed it, are preferably comminuted into plastic 

8 particles to be used as fuel. 
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Sorting and Separating Method and Plant for Recycling Plastics 

The invention relates to a sorting and separating method for recycling plastics, and a plant for 

recycling plastics and preferably also for recycling other materials. 

Refuse material consisting of household waste, industrial waste and/or waste coming directly 

from economic circulation or already stored at refuse disposal sites, is subject to a recycling 

process, though in an unsatisfactory manner. This is especially the case with plastic refuse. 

Regranulated plastic refuse of one type, after passing through current recycling methods, 

exhibits a degree of purity of at best 95% and a greyish colour. A recycling product 

comparable to a product as new cannot be manufactured from such material. 

Examples of waste management systems are shown in Figures 8 and 9, with their advantages 

and disadvantages. 

Current waste management and recycling systems involve a further problem, namely that due 

to the various pre-sorting of refuse material, a multitude of containers have to be used in final 

consumer households and/or in industrial factories, for the different waste fractions. High 

waste management costs arising from this are further increased by the fact that fractions of 

plastics pre-sorted in this way cannot be extensively compressed in waste vehicles, since 

otherwise they cannot be sorted further. Material identifications are often no longer 

recognisable. 

Moreover, there often exists no pre-sorting at the place where the refuse arises, even in 

industrialised states. In many countries, pre-sorting cannot be carried out from the start. 

It is an object of the invention to improve the quality of recycled plastics. 



This object is solved by the subjects of the independent claims. 

The invention has as its starting point a sorting and separating method for recycling plastics, 

i.e. plastic refuse, in a mixture of plastics. The mixture of plastics can, for example, be a 

fraction of plastics already pre-sorted in households. By way of pre-sorting and separating, the 

mixture of plastics can however also be obtained from a mixture of material containing the 

plastics mixed in with non-plastics. In a preferred embodiment, the invention relates to a 

sorting and separating method for recycling mixed refuse, and then also preferably includes 

pre-sorting and pre-separating plastics, if the plastics to be recycled are given over to the 

method in a mixture of material, for example as disposal site diggings or as mixed household 

and/or industrial waste. The mixture of material is formed in particular by household waste, for ^ 

example the "Grime Punkt" fraction, bulky waste, industrial waste, the disposal site fraction or 

any combination of these fractions. 

A plant for recycling plastics, and preferably also for recycling other materials, contained in 

such a mixture of material preferably includes one first type-separating means which separates 

plastics and non-plastics. It includes at least a second type-separating means which separates the 

plastics which have separated from the non-plastics according to type of plastic. 

In accordance with the invention, the mixture of plastics is not only sorted and separated 

according to types, but also according to colours. Sorting and separating according to colours is 

carried out before sorting and separating according to types of plastic. The material is 

preferably colour-sorted according to primary colours. The primary colours for colour-sorting 

are preferably formed by standardised colours, in particular the colours green, yellow, red, 

black, white, blue and transparent. The primary colours are preferably RAL primary colours. 

The material can be colour-sorted and colour-separated by hand or automatically. 

An advantage of the invention is that waste no longer needs to be separated in private 

households. However, as far as household waste is concerned, this is preferably still sorted and 

separated in households, even when using the method and/or a plant in accordance with the 

invention, but then preferably into just two waste containers, namely one for biological refuse 
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and one for all other fractions of household waste. Such a separation, however, is undertaken 

primarily for purely hygienic reasons and not due to any demand substantiated by the invention. 

In order to facilitate, or even enable in the first place, automatic colour-sorting and -separating, 

it is advantageous if the plastics supplied, for example in the form of moulded parts and 

sheeting, each comprise a coding which may be exactly assigned to a primary colour, 

preferably in the form of a compounded-in material which may be detected by a laser. The 

laser-detectable material can be compounded in in the refinery. It is however preferably 

compounded into the so-called master batches at the first processor. Compounding in only after 

the refinery, preferably into the master batch at the first processor, enables the laser-detectable 

primary colour identification medium to be extracted. Compounding in would in principle 

admittedly be simpler to manage and secure in the refinery, but involves the disadvantage that 

as a result of possible erroneous colour-sorting, mixing would gradually take place during 

recycling and downcycling would then be marked out. Plastics coded in this way, in particular 

plastics coded in master batches, are also a subject of the invention and only in the present 

application are not separately claimed as such. 

A plant for recycling plastics in accordance with the invention comprises a means for colour- 

sorting and separating which is arranged in the plant, with respect to the flow of material, 

between the first type-separating means cited, if this is present, and the second type-separating 

means. Sorting and separating according to colour will be described in the following in a 

shortened form as colour separating. 

By the method and plant in accordance with the invention, plastics which up until now have 

only been obtained in a grey hue in recycling are economically obtained both pure in type and 

pure in colour. Through melting and then compounding, and preferably regranulating, the 

plastic recycling material, pure in type and colour, obtained using the method in accordance 

with the invention can be processed into a starting material for plastic moulded bodies, plastic 

sheeting or the like which also satisfies high demands with respect to colour. In particular, 

plastic recycling material obtained by means of the method in accordance with the invention 

can also be re-used for visible surfaces and not only, for example, as filler. 
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The fractions of plastics formed in this way, pure in primary colour, are preferably subjected to 

extraction, fraction by fraction, in an extractor directly after sorting and separating according to 

the primary colours established in the foregoing. A carrousel extractor is preferably used as the 

extractor. Ethyl acetate is particularly preferable in accordance with the invention as the 

extraction medium. A standard carrousel extractor is preferably used in combination with hot 

ethyl acetate as the extraction medium. 

Before extraction, the extraction medium is preferably heated to a temperature between 30°C 

and the ebullition temperature of the extraction medium. It is particularly preferably pre-heated 

\=k to a temperature in the range 30 to 60°C. The temperature of the extraction medium at least 

% corresponds to that of the material to be purified. By heating the extraction medium, 

!3 condensation of the same on the material to be purified is avoided. The extraction medium is 

IjJ preferably applied to the fraction of plastics at a temperature higher than that of the fraction of 

J7i plastics. The plastic material is expediently taken into the extraction means at room 

L temperature. The extraction medium is preferably sprayed, drizzled or trickled, onto the plastic 

HF material, i.e. applied in sparing doses. By preferably not forming a Ml extraction bath, the 

!fl extraction medium is on the one hand used sparingly, and on the other the danger of explosion 

% arising from the preferred use of ethyl acetate as the extraction medium is completely removed, 

or at least reduced to the extent that the extraction means need not be designed explosion-proof. 

The extraction means in the form of a preferred carrousel extractor is formed by chambers in a 

drum, said chambers being rotated about a common axis during extraction, wherein the 

chambers are arranged in sequence in the direction of rotation. In the course of one revolution, 

the chambers pass through a plurality of stations, in particular a filling station for the fraction 

of plastics, a station for applying the extraction medium, a station for removing the extraction 

medium, a station for introducing hot steam and a station for unloading. The danger of 

explosion is farther counteracted by this segmenting. 
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Once the material has been sorted and separated according to colour, and before extraction, the 

fractions of colour are expediently comminuted, for example shredded by means of a cutting 

tool. The plastic particles for the extractor obtained in this way exhibit a diameter of preferably 

20mm at most. 

The method procedure in accordance with the invention of placing colour separating before 

separating according to type has the advantage that plastics coloured according to primary 

colours, in particular RAL primary colours, in refineries are retained in their primary colour. 

The invention is based on the recognition that colour monomers are embedded in the polymer 

%    chains of the plastics, to colour them in the primary colours. The colour monomers cannot be 

2    removed from the plastic matrix without destroying the polymer chains. This recognition is 

;0    used to firstly form fractions of colours from the mixture of plastics and only then to separate 

U    these fractions of colours according to types. The fractions may be separated according to types 

yj    of plastic by means of proven methods, preferably in a mechanical/physical separating means. 

O     Toned colours are sorted under the nearest primary colour, for example light green under the 

h*    primary colour green and purple under the primary colour red. 

™ The colour monomers embedded in the polymer chains as of the refinery cannot be dissolved 

out of the polymer chains by means of the extraction performed after colour separation in 

accordance with the invention, without damaging or even destroying the polymer chains. 

Colour toning smaller quantities of plastics - smaller as compared to the quantities of primary 

colour plastics - is, however, achieved by imprinting or lacquering part or all of the surface of 

the plastics, or by adding colour compounds, for example titanium oxide, as an additive in an 

extrusion process. 

Through an extraction performed after colour separation but before separation according to 

type of plastic, preferably using ethyl acetate as the extraction medium, all impurities and 

adhesions are extracted, except for the colour monomers embedded in the polymer chains of 

the plastics to colour them in the primary colours. The impurities and adhesions may on the one 

hand be additives or printing inks worked in or applied by the manufacturer, or also substances 

which have only become deposited in the plastic product through use. 
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Extraction may also take place before colour separating. This has the advantage that the plastics 

are already in their primary colours before colour separation. In particular, this favours 

automating colour separation. When, for example, the preferred carrousel extractor is used and 

extraction is performed beforehand, colour separation by hand is, however, generally no longer 

possible, since the plastic material for such an extraction means is supplied in the form of small 

plastic particles. 

Sorting and separating according to types of plastic, after colour separating and preferably 

extraction, preferably includes thermal separating, wherein differences in the melting points of 

U    plastics and/or types of plastics to be thermally separated are utilised. Thermal separating 
.assi 
3    preferably takes place in a chamber or tunnel charged with a hot gas. The atmosphere in the 

5    tunnel can, however, also be heated to and maintained at the required temperature by means of 

W    a heating device in the tunnel, for example radiant heaters. In a first embodiment of a thermal 

y    separating means, the plastics to be thermally separated are transported further in the tunnel 

%    lying on a perforated support. The perforated support is preferably developed as a continuously 

;=P    circulating, perforated conveyor belt. In principle, the perforated support can also be formed by 

B    perforated plates which are moved on individually by means of a conveyor belt or in batches as 

III     inherent conveyor carriages. A cooling means, in particular a cooling bath, is preferably 

arranged underneath the perforated support, wherein a plastic material melted in the tunnel 

drips down from the perforated support into said cooling means, and re-solidifies in it. Another 

conveying means, in particular a conveying belt, is advantageously arranged inside a cooling 

bath, the re-solidified plastic material being transported by said conveying means to a drying 

means to be dried. The thermal scanner in accordance with the invention particularly preferably 

works according to the principle of a hot air shrinkage tunnel. The term 'perforated support' is 

meant to include not only punched supports but also grid and mesh supports and the like, as 

long as the double function of supporting on the one hand and flowing through on the other is 

fulfilled. 

In an alternative embodiment, separating by type in the thermal scanner does not take place by 

way of sieve separating, but rather optically. In this case, the particles of the fractions of 

plastics to be separated are likewise heated, such that the particles of the lowest melting type 
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are at least melted on the surface, while the particles of the other type of plastic or of the 

plurality of other types of plastic are less extensively or preferably not at all melted. The plastic 

particles are then optically identified by way of the composition of their surface, or their form 

if an identifiable change in form has taken place in the lowest melting plastic material, and are 

separated from each other according to the identification results using suitable means. They are 

preferably separated using pressurised gas. 

The plant preferably comprises a bio gas generator topped by one or more small gas turbines. 

Methane gas is generated by means of micro-organisms in the bio gas generator from organic 

% material removed in the plant from the starting mixture of material and/or from the mixture of 

2    plastics obtained from it. The methane gas generated is combusted in the at least one gas 

5A    turbine. The combustion gas thus arising is used to generate processing energy for the plant. In 
i s I 
P particular, the processing energy generated in this way by the plant itself can be used for 

m preparing or generating steam for the extractor or the thermal scanner, if such plant 

!5     components are present, or for both plant components. 

% The plant also advantageously comprises a chip and fibre recycling means by which chips and 

ry fibres are obtained from wood refuse separated out from the mixture of material in the plant, in 

particular pressboard material and old furniture, in a multi-stage chemico-thermo-mechanical 

method. The chemico-thermo-mechanical unit of the chip and fibre recycling means is 

preferably topped by a press which presses the mixture of slurry and residual chips and fibres 

leaving the chemico-thermo-mechanical unit into pressed pieces. These pressed pieces, 

preferably pressed in the shape of briquettes, can then be put into handy carriers, for example 

at 10 kilograms each, to be fired as substitute fuel for coal briquettes. Instead of pressed pieces, 

fertiliser can also be produced from this mixture. 

Before colour separating and after a first type-separation, preferably carried out, according to 

plastics and non-plastics, the mixture of plastics is preferably subjected to an analysis for 

material degradation. Based on the results of the analysis, plastics which fall short of a 

predetermined degree of degradation are further treated separately from plastics which do not 

fall short of this predetermined degree of degradation. Thus, in other words, there is a quality 
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control and separation of plastics of differing qualities. Although there is preferably quality 

separation into just two qualities, separation into more than two qualities is also conceivable. 

The quality control serves to separate plastics with destroyed molecular structures from plastics 

with a molecular structure which is sufficient intact for further processing and which is 

therefore worthwhile. 

The length of the molecular chains of the plastics serves as a measure of the degree of 

degradation. Material degradation can be caused in particular due to the effect of sunlight while 

the plastics are stored in the mixture of plastics or in a mixture of material from which the 

mixture of plastics is formed. The effect of the sunlight causes UV-related degradation by 

disintegrating the chains of molecules of the plastics. Such disintegration beyond the 

predetermined admissible degree of degradation can occur after just a few weeks of storage in 

the open. The predetermined degree of degradation in the sense of the invention corresponds to 

a state of the plastics in which the lengths of the chains of molecules of the plastics on average 

fall short of a minimum length which may vary from one type of plastic to another. The 

degradation of plastics is affected by exposure to UV light and by the degree of recycling. 

Decisive in this respect is that certain plastics, such as are for example used in the food 

industry, are not equipped with UV-stabilisers. These plastics disintegrate after just six weeks' 

storage in the open air. On the other hand, regranulating in the course of recycling one and the 

same material reduces the molecular chain by one member, such that after ten or twelve 

recycling processes a mechanically solid granulate can no longer be produced from said 

material. 

A preferred method of analysis is to test the tensile strength of a plastic to be analysed. The 

degradation is ascertained by means of a tension test in accordance with the prior art. The 

tensile strength is used as a measure of the degradation. The material is preferably tested by 

means of random samples. The mixture of plastics to be tested is preferably tested in batches. 

When testing in batches in a random sample method, the whole batch from which the test 

sample(s) has/have been taken is further treated uniformly depending on the test results. 

Testing in batches using random samples is sufficiently meaningful if the plastics in the mixture 

of plastics have a uniform past history with respect to material degradation. This is usually the 
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case, since the material degradation in the plastics may primarily be traced back to the effect of 

sunlight. Degradation is thus substantially determined by the storage conditions and period of 

storage of the mixture of plastics or the starting mixture of material at the site of the plant in 

accordance with the invention. These external circumstances vary substantially only from batch 

to batch and not within an individual batch. 

Plastics which are degraded beyond the predetermined degree of degradation in the 

aforementioned sense are preferably not sorted and separated according to colours, but rather 

comminuted. The plastic particles resulting from this preferably exhibit a particle size in the 

range 5 to 20mm, particularly preferably 5 to 10mm. 

A preferred application of said removed plastic granulate is combusting it in incineration plants 

for the purposes of obtaining energy, preferably in power stations and waste incineration 

plants, or as a raw material for obtaining gas by means of pyrolysis. In particular, these can 

replace primary fossil energy carriers or, in the example of waste incineration plants, increase 

the calorific value of the material to be incinerated. Through comminution into particles, the 

granulate obtained in this way may be conveyed through nozzles of the incineration plants, in 

particular coal dust firing plants, without any significant modifications, and combusted as a 

substitute for fossil energy carriers. Expensive modifications to existing incineration plants are 

not required. The comminution and use of the plastic granulate obtained in this way in 

accordance with the invention can also be advantageously performed for any mixture of plastics 

of the type described above. In this way, an analysis of the material is in principle not 

necessarily required, although preferred. The mixture of plastics supplied can also simply be 

comminuted, despite the degree of degradation of the plastics contained in it, and prepared for 

use as fuel in an incineration plant. 

Advantageously, the material can also be tested as described above without the subsequent 

sorting and separating according to colour, to form at least two flows of plastic material which 

are further treated in different ways. Preferably, the flow of material, of said two, comprising 

the lower quality plastic material is then arranged and used as described above, and the other 
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flow of material comprising the higher quality plastic material is further treated in other 

recycling. 

Accordingly, the subject of the invention includes a sorting and separating method for recycling 

plastics which are provided in a mixture of plastics as refuse, wherein the mixture of plastics is 

subjected to an analysis for material degradation, and depending on the results of the analysis at 

least two flows of material are formed. One of the flows of material contains lower quality 

plastics, in particular having destroyed molecular structures. This flow of material is preferably 

subjected to comminution. The plastic particles obtained in this way are preferably intended for 

use as fuel. The at least one other flow of material contains those plastics of such a quality that 

recycling by means of a suitable recycling method, particularly preferably that of the invention, 

is worthwhile. 

Also a subject of the invention is comminuting plastics which are provided in a mixture of 

plastics as refuse, and using the plastic particles arising in this way as fuel for an incineration 

plant or as a raw material for obtaining gas in a pyrolysis plant. The refuse plastics are 

preferably prepared and used in accordance with the invention after they have been previously 

analysed as described above and after at least two flows of material have been formed, though 

this is not restricted to this. Most particularly preferably, the refuse plastics are prepared and 

used within the framework of the sorting and separating method in accordance with the 

invention, to further increase economic efficiency through optimal availability of plastics. 

The plant in accordance with the invention is advantageously built in modules, such that it may 

be simply and optimally adapted to the ground available for its assembly and to the recycling 

object to be solved. The plant may include one, a combination, or all of the plant components 

described above. 

In accordance with a further aspect of the invention, the fraction of plastics can be separated 

according to primary colours after it has been separated according to types. It is in this case 

preferably separated according to types after having undergone extraction, again preferably by 
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means of an extraction means of the type described. Extraction can instead, however, take 

place after separation according to type and before separation according to colour. 

Although extraction can also in principle not be carried out until after colour separation in the 

case of fully automatic colour separation, extraction is in this case preferably carried out before 

colour separation. Fully automatic colour separation is thus preferably carried out after 

separation according to type and after extraction, if the fractions of plastics, pure in type but 

still mixed with regard to primary colours, are nonetheless free of interfering hues, 

contaminants and the like. The automatic colour separation is preferably carried out by 

optically identifying each individual plastic particle and treating the plastic particles with a 

directed, pulsed, gaseous medium, preferably pressurised air, wherein a pulse strength of the 

pressurised medium is selected depending on the colour of each plastic particle. 

The analysis of the plastics, the extractor, the thermal scanner, the bio gas generator topped by 

the gas turbine and the chip and fibre recycling means may also be used without sorting and 

separating according to colours in accordance with the invention. For example, an available 

recycling plant for disposal site diggings or another mixture of material of the type described at 

the beginning can be equipped with one or with a combination of these plant components. In 

principle, the means can also be used in combination with conventional separation according to 

types of plastic, to improve the plastic recycling product. It is particularly advantageous if 

components already developed for other purposes and available on the market, such as the 

preferred carrousel extractor or a hot air shrinkage tunnel, are used for the extractor, the 

thermal scanner and/or the chip and fibre recycling means, a further particularity in accordance 

with the invention being that an otherwise conventional carrousel extractor is driven by hot 

ethyl acetate instead of hot water and/or that a palette known from conventional hot air 

shrinkage tunnels is replaced by a driven conveying means comprising a perforated support. 

A fully integrated recycling plant and a modified recycling plant comprising all the components 

described above will now be described by way of the figures. The features disclosed in the 

example embodiments develop the invention further, each individually and in any combination. 

There is shown: 
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Figure 1       a recycling plant comprising plant components for sorting and separating plastics 

according to colours; 

Figure 2       the recycling plant in Figure 1, for removed plastics; 

Figure 3       a thermal scanner in a first embodiment; 

Figure 4       a modified recycling plant comprising plant components for modified sorting and 

separating of plastics; 

Figure 5       fully automatic colour separation; 

Figure 6       the recycling plant in Figure 4, for removed plastics; 

Figure 7       a thermal scanner in a second embodiment; 

Figure 8       recycling in accordance with the prior art; and 

Figure 9       recycling in accordance with the prior art. 

Using the plants, all materials from the international green refuse list of the Basle Agreement 

can be sorted, unsorted or processed into any fraction mix. A large part of this material is 

recycled by means of the recycling steps in accordance with the invention and their adaptation 

in accordance with the invention, and in plant components used in accordance with the 

invention. The plants can accept and process household waste, industrial waste and disposal site 

diggings individually or mixed. In particular, the plants can process and to a large extent 

recycle biological waste such as cut grass, organic household refuse and liquid fertiliser, 

electric and electronic scrap, plastic refuse from households and/or industry, complete, non- 

disassembled heave goods vehicles and/or motorcars, bulky waste, other waste from 

households, composites, for example plastic-plastic composites, paper-plastic composites, 

plastic-metal composites and the like. 

In a first step in the recycling method, the mixture of refuse material to be recycled is subjected 

to pre-sorting and separating in a pre-sorting and separating means 1. The pre-sorting and 

separating means 1 includes an FE-collector to collect magnetic material, an NE-collector to 

separate noble and non-noble metals and a cross-flow sifter. As a result, the mixture is pre- 

sorted into plastics and non-plastics. The magnetic material, steel, glass and wood are 

immediately removed, as long as they are in the purest fractions and not in material composites 

in the mixture of material supplied. They are transported off by means of conveyor belts to 
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containers prepared for the individual fractions of material, and transported off by means of the 

containers for sale. 

In the pre-sorting means 1, the plastics are removed from the remaining mixture of material 

and transported by means of a conveyor belt to a high-pressure washing facility comprising a 

subsequent dryer. The high-pressure washing facility serves as an organic collector. In the 

high-pressure washing facility, hot steam or hot water is preferably used as the washing fluid. 

The washing fluid from the high-pressure washing facility, together with the organic refuse 

contained in it, is cleaned. The cleaned washing fluid is fed back to the high-pressure washing 

facility, i.e. moved in a closed circuit. The organic refuse collected during cleaning is supplied 

to a bio gas power station 2. 

The purified plastics, still in a mixture of plastics, are taken once dried from the high-pressure 

washing facility to an analysing means 6 and examined for material degradation. Material 

degradation may in particular have taken place through the effect of sunlight while the plastics 

were being stored. The material degradation to be analysed is a destruction of the molecular 

structure or at least a shortening of the chain of molecules of the plastics. Degradation may 

have progressed so far that recycling is no longer worthwhile. 

The analysis for material degradation is carried out by means of a testing method. In the 

example embodiment, a test is carried out on the tensile strength of the plastics. The tensile 

strength is thus the measure of the degradation. If the material falls short of a predetermined 

minimum tensile strength value when tested, this means that a predetermined, still admissible 

degree of degradation has been exceeded. In carrying out the test for tensile strength, individual 

lines, pieces and the like of plastic are taken from the mixture of plastics, each separately 

melted and separately pressed through a nozzle. In this way, a plurality of strips of for example 

2mm diameter are formed, which are then tested for tensile strength and for whether they fall 

short of the predetermined minimum tensile strength value. 
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The mixture of plastics is analysed in batches. For the analysis, random samples are taken from 

each batch of the mixture of plastics. The batches are sufficiently homogenous with respect to 

material degradation that the degree of degradation of a whole batch can be concluded from a 

few random samples. The homogeneity with respect to material degradation arises naturally, 

since the plastic refuse is not supplied to the recycling plant completely randomly. The refuse is 

already supplied in batches, for example in the form of a batch from each of: disposal site 

digging; industrial refuse; and household refuse. For the method in accordance with the 

invention, such batches can in general be regarded as homogenous with respect to the material 

degradation of the plastics contained in them. Significant degradation arises primarily due to 

storage at the site of the recycling plant. 

The analysing means 6 can be an integrated component of the recycling plant and thus directly 

present at the site of the recycling plant. The analysing means 6 can, however, also be formed 

in an already existing material lab, away from the site of the recycling plant. In this case, the 

samples of material taken are forwarded to the material lab. The corresponding batch of the 

mixture of plastics is put into interim storage until the results of the analysis are available. Back 

on site, a decision can then be taken on further treatment of the respective batch by way of the 

results of the analysis. The results of the analysis can, however, also be converted into control 

signals and communicated to the plant by way of remote data transmission, for example directly 

from the material lab. 

Figures 1 and 4 show further treatment for those mixtures of plastics whose quality is 

sufficiently high with respect to material degradation for subsequent recycling. By contrast, 

Figures 2 and 6 show further treatment for mixtures of plastics whose results of analysis are 

that recycling would not be economically worthwhile, since material degradation is already too 

far progressed. By way of the results of analysis, the mixture of plastics is thus separated into 

two flows of material, namely into the flow of material to be sorted and separated according to 

colours and types (Figures 1 and 4) and the plastics to be removed (Figures 2 and 6). 
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In Figure 1, the plastics are transported after analysis, still in a mixture of plastics, to a colour 

separating means 7. In the colour separating means 7, the plastics are placed on a sorting belt 

and sorted by hand according to the following seven primary colours of the primary colour 

system, i.e. RAL tones: green, yellow, red, black, white, blue and transparent. Toned colours 

are respectively assigned to the nearest primary hue, for example light green to RAL green and 

purple to RAL red. The plastics are separated in the colour sorting and separating means 7 

according to primary colour fractions. 

The primary colour fractions are given over to a comminuting means fraction by fraction. The 

comminuting means is formed by a cutting mill comprising cooled cutting tools. 

The plastics in their primary colour fractions are comminuted, in particular shredded, in the 

comminuting means down to a particle size in the range 5 to 20mm, then supplied to an 

extraction means 8. A plurality of extraction means, one per primary colour, may also be 

provided. In the extraction means 8, each primary colour fraction - separate from the other 

primary colour fractions - is rid of content material, for example migrated food such as lactic 

acids and flavourings, manufacturing additives such as silicic acid, stabilisers, colour 

compounds, as well as printing inks and adhesive contaminants, by surface purification and 

extraction, and then dried by means of being heated by hot steam. In this way the extraction 

medium is vaporised and transports the extracted material to an extraction medium purification 

means. Here, the extraction medium is condensed after each operating cycle, wherein the 

extracted material is precipitated out and the thus purified extraction medium can be used 

again. The extraction medium is moved in a closed circuit. 

The printing inks precipitated out during condensation are separated and, in order to recycle 

them, sold to the printing inks industry. 

In the example embodiment, the extraction means 8 is formed by a carrousel extractor. A 

carrousel extractor may for example used, such as built by Krupp Extraktions GmbH, Hamburg 

for the production of edible oils and spices. In this known carrousel extractor, hot water is used 

as the medium to extract ethereal oils which are unsuitable for human consumption from oil 
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seeds and spices. As an extraction means, such an extractor can for example handle a batch of 

approximately 150t of material for extraction, at an extraction capacity of 25,000 tonnes per 

year. 

When extraction-treating the individual, pure in primary colour, fractions of plastics, however, 

not water but rather ethyl acetate is used. By using ethyl acetate, all contaminants and 

adhesions worked in by the manufacturer and processors during the manufacture and processing 

of the plastics are extracted, as well as subsequent contaminants arising from the use of the 

product. 

The extraction means comprises a housing in the form of a drum made of special steel in which 

a star feeder, likewise made of special steel, is rotationally driven about its vertical rotational 

axis. The star feeder forms evenly distributed chambers or segments, for example twelve 

segments, over the circumference of the drum. The plastic granulate is filled from an 

introducing position above the drum, into the segment of the star feeder respectively situated 

under the introducing position. A spraying means is arranged behind this filling station, in the 

direction of rotation, by means of which ethyl acetate is sprayed into a segment containing 

plastic granulate. 

When being sprayed in, the ethyl acetate exhibits a temperature in the range 30 to 60 °C and is 

thus warmer than the granulate which is introduced at ambient temperature. The increased 

temperature of the ethyl acetate prevents it from condensing on the surface of the granulate and 

then ineffectively dripping off. A heating means is present on site at the plant, for heating the 

ethyl acetate. 

A station for draining the ethyl acetate, a station for introducing hot steam and lastly a station 

for unloading the batches of granulate from the segments in the drum are also present, 

distributed over the circumference of the drum. After the reaction time required for thorough 

extraction, the ethyl acetate is drained down through an opening in the bottom of the drum, 

collected and vaporised. The ethyl acetate vapour, rid of the dissolved contaminants, is 

collected again and fed back to a storage tank, to be re-used. A batch of granulate can also be 
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sprayed many times in sequence with warm ethyl acetate which has been drained and guided 

back to be re-used after each new spraying in the maimer described. 

Once extraction is complete, the granulate still situated in the drum is purified at the hot steam 

station by means of hot steam. For this purpose, hot steam is introduced from beneath into the 

respective batch of granulate to be purified. The hot steam rises upwards in the segment of the 

star feeder, taking the still adhesive ethyl acetate with it. This simultaneously dries the 

granulate. 

Lastly, the purified granulate is removed at the unloading station, to then be subject to 

separation according to type of plastic. 

The non-rotating drum comprises a cylindrical surface area as well as a cover area and a base 

area. Inside the drum, the star feeder rotates, together with its radial segments. The star feeder 

rotates between the non-rotating base area and the non-rotating cover area of the drum. In the 

area of each station, either the cover area or the base area comprises openings in accordance 

with the purpose of the respective station, for example a triangular cutting in the cover area for 

introducing the granulate, and outlet slits or an outlet perforation in the base area for draining 

the extraction medium. 

Obtaining pure-colour plastics in the two stages of (a) sorting and separating according to 

primary colours, and (b) subsequent extraction for each of the fractions of plastics, pure in 

primary colour, thus formed individually, has the advantage that fractions of pieces of plastics 

are obtained in the first step which arise from plastic granulates which are coloured in large 

quantities after refinery, according to primary colours, in particular RAL primary colours. This 

colouring according to primary colours is achieved by embedding the appropriate colour 

monomers in the polymer chains of the plastics. These colour monomers cannot be dissolved 

back out of the polymer chains without damaging or destroying the chains, not even by 

extraction. Smaller quantities of plastics can, by contrast, be colour toned by partially or 

completely imprinting or lacquering the surface of the plastics, or by adding colour compounds 

as additives, for example by extrusion. Additionally, there are other additives for setting other 
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material characteristics. The fractions of plastics obtained following sorting and separating 

according to primary colours thus consist of a base material, namely the plastics which are pure 

in primary colour, which can always be treated the same in successive processing steps. In this 

sense, the material in each of the fractions of plastics which are pure in primary colour is the 

same. In subsequent extraction in the extracting means 8, additives and/or compounds are 

extracted, which were introduced during the manufacture of the plastic products to be recycled, 

before they were moulded so as to manufacture, for example, plastics for flat films, injection 

moulding, deep-drawing, and other plastics. In this way, for example, flow improvers are 

previously added to plastics which have been processed in an injection moulding method. These 

flow improvers, however, would hamper the production of flat films, for example the 

production of bi-axially orientated films in a Tenter method, and/or lead to holes in the film. 

Thus, in order to be able after recycling to manufacture a plastic for flat films from a plastic 

for injection moulding, the flow improvers are removed by means of extraction, in the 

extracting means 8. The recycled material thus obtained can be prepared again for the 

manufacture of, for example, plastics for flat films, once it has subsequently been separated 

according to type of plastic, for example by compounding in silicic acid as a spreader, to 

prevent static conglutination of the coiled up sheets of film. 

After extraction, the purified, pure-colour fractions of plastics are fed one after the other, i.e. 

each colour individually, in a subsequent operating cycle to a mechanical/physical separating 

means 9 and separated according to individual types of plastics, in particular PET, PVC, PS, 

LDPE/PP, HDPE, PUR and ABS. 

The fractions of material still left over after the plastics have been removed - electric and 

electronic scrap, material composites, paper, cardboard, card and aluminium - are fed by the 

pre-sorting and separating means 1 to another separating means 5, where they are separated 

from each other. The separating means 5 also receives material removed in a chip and fibre 

recycling means 4, in particular metallic materials, for example fittings. Plastics ending up in 

the separating means 5 are given over to the colour separating means 7. 
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The separating means 5 and 9 are each formed by a mechanical/physical separating means of 

the type known, for example, from EP 0 751 831 Bl. In this device, material composites such 

as for example crisp packets are resolved by a rotating tool into their base materials, e.g. 

aluminium, low density poly ethyls and polyester, and separated purely into types. Non- 

magnetic metals, magnetic metals, cardboard, paper, card and noble metals are likewise 

separated purely into types and transported off in prepared containers, for sale. 

In the example embodiment, the separating means 9 for plastics is spatially combined with the 

other separating means 5, but works separately of it, i.e. there is no transport of material 

between the two separating means 5 and 9. Preferably, the separating means 5 and 9 are one 

and the same means, being adapted to its respective separating task by modification and/or by 

altering settable method parameters. Using a separating means in accordance with EP 0 751 

831 Bl, the rotating tool in particular may be exchanged for this purpose. The method 

parameters for such a separating means are also optimally set according to the respective 

separating task, for example the speed of rotation of the tool. The separating means 5 and 9 are 

in a position to separate the various plastic, metal or plastic/metal fractions purely from each 

other according to type. 

Plastic material which after separation end up in the separating means 5, for example material 

made of metal/plastic composites from crisp packets and the like, is given over to the colour 

separating means 7. 

Plastics ending up in the separating means 9 which cannot be mechanically/physically separated 

from each other are transported from the separating means 9 by means of conveyor belt to a 

thermal scanner 10, and there thermally separated from each other. Such thermal separating is, 

to quote an example, preferably carried out on a mixture of LDPE and PP, which cannot be 

separated by the separating means 9 because of their virtually identical specific weights. 
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The thermal scanner 10 comprises a plurality of identical, individual thermal scanners, namely 

one for each of the primary colours. Thus, in the example embodiment, the thermal scanner 10 

is formed by 7 individual thermal scanners which are preferably arranged next to each other in 

parallel. New colour blends are avoided. 

Each of the individual thermal scanners work according to the principle of the hot air shrinkage 

tunnel, and includes a chamber and/or tunnel in which a continuous conveying means is 

installed. Each of the tunnels is charged with hot air which has a temperature, in particular in 

the tunnel, at least as high as the melting temperature of the lower melting plastic but lower 

than that of the higher melting plastic. The mixture lying on the conveying means of at least 

two plastics having different melting temperatures is thermally separated in this way, by setting 

the temperature of the atmosphere in the tunnel. The lower melting plastic, LDPE in the 

example embodiment, is raised by means of the hot medium to a temperature at which it passes 

from the solid to a liquid state of aggregation. The other, comparatively higher melting plastic 

remains in a solid state of aggregation at the selected temperature. 

The hot gas in the thermal scanner 10 is preferably hot air. The energy for heating said medium 

is formed within the recycling plant itself, namely by means of the bio gas power station 2, as 

will be described below. 

The thermal scanner 10 is advantageously formed by a re-constructed shrinkage tunnel, as used 

for shrinking packages, for example, by means of shrink film. The use of such an appropriately 

re-constructed shrinkage tunnel for thermally separating plastics in general, though preferably 

plastic refuse, also represents a subject of the invention. 

Figure 3 shows such a thermal scanner 10, formed by reconstruction from a conventional 

shrinkage tunnel. A single tunnel 11 of the plurality of tunnels in the thermal scanner 10 is 

representatively shown in this respect. The tunnel 11 is heated by a hot air ventilator 12. 

A primary colour fraction of the purified, pure-colour fractions of plastics, consisting of LDPE 

and PP, is supplied on the conveying means 15 of the hot air tunnel 11 via a granulate silo 13 
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by means of a dosing means 14. The conveying means 15 is a continuous conveyor belt formed 

by steel members connected to each other. The steel members are Teflon-coated meshes. The 

mesh pattern is selected such that the LDPE and PP granulate, preferably LDPE and PP sieving 

grain, remains lying on the conveying means 15 when it is fed into the hot air tunnel 11, and 

does not fall through the mesh. The conveying means 15 guides the mixture of LDPE and PP 

through the hot air tunnel 11, which is kept at a temperature between the melting point of 

LDPE and that of PP. The temperature is preferably prepared according to the table by "Hans- 

Jiirgen Saechtling, Kunststoff-Taschenbuch, Hansa Verlag 1986, Miinchen und Wien" [Hans- 

Jiirgen Saechtling, paperback on plastics, Hansa publishing house 1986, Munich and Vienna]. 

Before being fed into the hot air tunnel 11, the LDPE and PP particles are taken from the 

granulate silo 13 onto the conveying means 15. The conveying means runs through the entire 

hot air tunnel 11. Once they have been run through the hot air tunnel 11, the PP particles lying 

on the conveying means 15, which have retained their original form due to their higher melting 

point, are dropped from the conveying means 15 onto a delivery means 16 arranged below. The 

delivery means 16 is preferably also a continuously circulating conveyor belt. A cold air 

shower 17 is installed above the delivery means 16 which returns the PP to room temperature 

and dries it. The PP particles are then taken to a conveying skip for further processing. 

The LDPE melts at the prevailing temperature in the hot air tunnel 11 and falls or flows 

through the conveying means 15 into a cooling means 18, lying below and opening upwards. 

The cooling means 18 is preferably developed as a cooling bath; in the example embodiment, it 

is a cooled water bath. Shock cooling takes place in the cooling means 18, wherein the LDPE 

passes back from the flowing to the solid state of aggregation. In the cooling means 18, another 

conveying means 19, preferably in the form of a close meshed conveyor belt, is arranged 

running parallel beneath the conveying means 15. The re-solidified LDPE falls onto this 

conveying means 19 and is taken, lying on it, through the cooling means 18, i.e. out of the 

cooling bath, onto a delivery means 20, preferably also in the form of a conveyor belt. The 

delivery means 20 conveys the LDPE through under another cold air shower 21, by means of 

which it is dried using air at about 20°C. It is then taken, pure in type, to a conveying skip of 

its own for further processing. 
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Another part of the LDPE, namely the part which still adheres to the conveying means 15 after 

melting, is conveyed to another cooling means 22. The cooling means 22 is also preferably 

formed by a cooling bath, particularly preferably a cooled water bath. The cooling means 22 is 

preferably arranged underneath the conveying means 15 and preferably underneath the cooling 

means 18. A conveying means 23 is arranged in the cooling means 22 and/or in the preferred 

cooling bath, said conveying means 23 also preferably being developed as a close meshed 

conveyor belt. The melted LDPE still adhering to the conveying means 15 is likewise shock 

cooled as it is conveyed through the cooling means 22 and thereby passes into the solid state of 

aggregation. The thus solidified LDPE particles hanging on the conveying means 15 are 

squeezed out of the conveying means 15 by means of an ejector 24, preferably a spiked roller. 

To this end, the ejector 24 is worked to fit exactly onto the pattern of the conveying means 15. 

A wiper 25, arranged behind the ejector 24 in the conveying direction of the conveying means 

15, sweeps the LDPE off the conveyor belt 15. The wiper 25 is preferably formed by a rotating 

steel brush, working counter to the conveying direction of the conveyor belt 15. The swept off 

LDPE simply falls onto the conveying means 23 due to gravity. The conveying means 23 

conveys the LDPE to a third delivery means 26 which in the example embodiment is likewise 

developed as a delivery belt. The delivery means 26 carries the LDPE through under a third 

cold air shower 27, where it is dried by means of air of about 20°C. This part of the LDPE is 

then likewise taken, pure in type, to a conveying skip for further processing. This can be the 

same conveying skip as for the LDPE which was re-solidified in the cooling means 18. 

The cold air showers 17, 21 and 27 may be separate units, or also a combined unit driven by 

means of a single ventilator. 

A plurality of thermal scanners may also be arranged in sequence like a cascade, if more than 

two types of plastic are to be thermally separated from one another. 

The fractions of plastic which then leave the separating means 9 and the thermal scanner 10 

pure in type and colour are transported to silos, which are preferably also built on site at the 

recycling plant, and are put into interim storage there in their individual colours and types, 

until they are processed further. When further processed, or as in the example embodiment in a 
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compounding and extrusion means 30 on site at the recycling plant, the fractions of plastic can 

be compounded according to the wishes of the customer, for example coloured according to a 

DIN standard and equipped for a new purpose using additives and then extruded. To this end, 

fractions of plastic, pure in type and colour, are melted and the respective compounds 

introduced, then extruded and regranulated. The reclaimed regranulate, pure in type and 

colour, is transported off to be sold. 

Using the invention it is thus possible, for example, to manufacture a plastic for flat film from 

plastic for injection moulding. 

Figure 2 shows the further treatment of the flow of plastic material removed on the basis of the 

results of the analysis of the plastic. This can above all be the case when the input is disposal 

site refuse. The removed batch is first comminuted into plastic particles of a size between 5 and 

20mm. Fir this purpose, the already described comminuting means is used, which is also used 

for batches subjected to the described colour separating. 

The removed batch of plastic with the comminuted plastic particles is given over to the 

extraction means 8 and treated there in the same manner as described above re primary colour 

fractions. 

After extraction, the granulate of the thus purified plastic particles is taken to storage 

containers, or delivered directly to incineration plants for use as fuel. 

The recycling plant in the example embodiment comprises all the components described, at a 

single plant site. Dislocation of components is, however, possible. In particular, it can be 

flexibly adapted to local conditions, for example the ground or limited installation areas. 

As a further fraction of material, pressboard material and old furniture are removed in the pre- 

sorting and separating means 1 and fed as a fraction of their own to a chip and fibre recycling 

means 4. The recycling means 4 works according to a multi-stage thermo-mechanical method, 

for example according to the method described in DE 195 09 152 Al. Using this means, 
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reprocessible wood chips and pulp fibres are obtained from old furniture and pressboard 

material, in particular pressboard panels, as well as other production residue and spoilage from 

the wood-processing industry. At the end of the chemico-thermo-mechanical method, the wood 

chips and fibres obtained here are loaded into containers and delivered to the chipboard and/or 

the pulp industry. The yield of chips and fibres stands at over 95%. 

The remaining chips and fibres which are not recyclable are given over in slurry to a briquette 

producing means 3 positioned afterwards and there pressed into slurry briquettes. The slurry 

from the earlier recycling means 4 is thus pressed into briquettes, and subsequently dried. 

Because the content of e.g. paper fibres and residual wood chips from the recycling means 4 is 

still high, the briquettes can be used as a substitute for coal briquettes or wood for firing in 

grate ovens. To this end, the slurry briquettes are packed up as stock into packages of about 

10kg each and transported off to be sold. 

Using the ALL INPUT recycling described above, waste management can be realised, for 

instance in Germany, with only two waste containers per household: a biological waste bin, 

which for reasons of hygiene is retained, whereby the biological waste may be packed in plastic 

bags, and a bin for other waste, for all other household refuse. From the point of view of the 

recycling technology in accordance with the invention, however, it is also possible to collect all 

household refuse in a single bin. Due to the simple handling for the final consumer, the ALL 

INPUT recycling technology is also particularly suitable for use in countries in which costly 

pre-sorting by the final consumer cannot be realised. 

Lastly, the bio gas power station 2 already mentioned is integrated into the recycling means. 

The bio gas power station comprises a bio gas generator, which the organic refuse from the 

pre-sorting and separating means 1 is fed to. The biomass is converted in the bio gas generator 

into methane gas by micro-organisms. The methane gas generated is compressed in a 

compressor station and then, according to the quantity of gas accumulated and depending on the 

flow rate of the bio gas generator, is fed to one or a plurality of small gas turbines in the bio 

gas power station 2. A generator is coupled to each of the gas turbines, for generating current. 

The advantages of small gas turbines as compared to gas motors, which may also be used as a 
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substitute, are the substantially higher energy yield, longer life span, greater reliability and 

stability of the gas turbine. 

Optionally, instead of or in addition to methane gas, natural gas can be fed to the gas turbine(s) 

and combusted in it/them. For this purpose, the natural gas is stored up in a storage tank of the 

plant and can be supplied at any time. Through the arrangement of a plurality of turbines 

and/or the supply of natural gas, each gas turbine can be driven at optimal capacity at any time. 

The possibility also exists of using organic refuse from outside the plant in the bio gas power 

station. This organic matter from outside the plant may for example come from surrounding 

agriculture or from the households of the surroundings municipalities. It can be given over to 

the bio gas generator 2. In this respect, a further bio gas generator of its own may also be 

provided, for generating methane. The methane gas generated in this way can also be 

combusted in the gas turbines. 

The exhaust gas from the gas turbine(s), produced by the combustion of methane gas, natural 

gas or a mixture of the two gases, is used for producing high pressure steam in a steam boiler. 

The high pressure steam is fed to a steam turbine topped by a generator, such that the energy in 

the exhaust gas of combustion is utilised once more. The steam coming out of the steam turbine 

is used as processing energy for the chip and fibre recycling means 4, the briquette producing 

means 3, the extraction means 8 and the thermal scanner 10. The processing energy can be fed 

back into steam production or fed into a long-distance energy network. 

Figure 4 shows a modified recycling plant in which extraction is carried out before colour 

separation. The fractions of plastics in this plant are also sorted and separated according to type 

of plastic before colour separation. In an alternative embodiment, the modified plant further 

comprises a thermal scanner 10' directly topped by opto-electronic type-separation. The other 

components of the plant correspond in their design and function to those of the recycling plant 

according to Figure 1. In the following, therefore, only the deviations of the modified recycling 

plant from the plant already described will be explained. 
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Having passed through the analysing means 6, the plastics found to be worth recycling, 

together with the other recyclable material from the pre-sorting and separating means 1 and 

possibly the plastics from the chip and fibre recycling means 4, are given over to the 

mechanical/physical separating means 5. In the mechanical/physical separating means 5, the 

plastics are separated from the other material, and are then given over to the extractor 8 as a 

comminuted fraction of plastics. They may be comminuted before or after mechanical/physical 

separation. The extractor 8 corresponds to the extractor of the plant in Figure 1. 

The plastic particles, which are ideally in their pure primary colours after extraction, are then 

separated according to types in the second type-separating means 9, which preferably 

corresponds to the mechanical/physical separating means 9 in Figure 1. The plastics PP and 

LDPE, which can only be mechanically/physically separated from each other with difficulty or 

not at all, are given over to the thermal scanner 10* and separated by the thermal scanner 10'. 

The plastic particles obtained in the second type-separating means 9 and 10', separated 

according to types, are fed to a fully automatic colour separating means 7' and separated and 

sorted according to primary colours. They are preferably colour separated opto-electronically, 

for example using a colour sorting device by the firm Mogensen GmbH & Co. KG, Wedel, 

Germany. 

Figure 5 shows a schematic representation of such a fully automatic colour separating means 7' 

separating a fraction of small plastic particles which are pure in type. In a first step, the plastic 

particles are scattered on an integrated swinging conveyor. In a second step, they are put into 

free fall by the swinging conveyor. This creates a "product curtain" which in a third step is 

scanned by a high resolution optical system, and the scan evaluated. In accordance with the 

results of the evaluation, each individual plastic particle is identified by colour. In an 

immediately subsequent fifth step, the plastic particles in the product curtain are selected by 

high-precision pulses of pressurised air, i.e. in accordance with their colour, the plastic 

particles are individually applied with a pulse of pressurised air of a particular strength, or only 

the particles of a single colour are applied at all and the colours are separated in a plurality of 

stages. As a result, the overall flow of the fraction of plastic particles which are pure in type is 
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separated into one partial flow per colour. In the subsequent sixth step, the partial flows, pure 

in type and colour, are transported off. 

Figure 6 shows the flows of material in the plant according to Figure 4, if plastics are removed. 

The procedure follows directly from Figure 5 itself and corresponds to the procedure in the 

plant according to Figure 2, except for feeding the plastics to mechanical/physical separation. 

Figure 7 shows the thermal scanner 10' immediately topped by an opto-electronic type- 

separation in a type-separating means 40. 

With respect to the supply of granulate, the tunnel 11 and the heating of the tunnel, the thermal 

scanner 10' corresponds to the thermal scanner 10 in Figure 3. As opposed to the thermal 

scanner 10 in Figure 3, a continuous conveying means 15' is used instead of a perforated 

conveying means, said conveying means 15' forming a closed support for the plastic particles 

lying on it. As in the example embodiment in Figure 3, the conveying means 15' is preferably 

formed by a Teflon-coated or, for example, chromium-plated link conveyor. The conveying 

means 15' forms a support having a low-friction surface, so that the plastic particles lying on it 

cannot adhere. The plastic particles of the lower melting plastic are at least superficially melted 

in the thermal scanner 10'. According to their respective melting temperatures, the plastic 

particles leaving the conveying means 15' exhibit either a melted or non-melted surface, by 

way of which they are then identified in the type-separating means 40 and separated from the 

non-melted plastic particles. The plastic particle are transferred from the conveying means 15' 

to the type-separating means 40 by means of gravity, in that at the transport end of the 

conveying means 15' they simply fall into a receptacle of the type-separating means 40 

arranged vertically underneath the conveying means 15'. 

The type-separating means 40 corresponds to the colour separating means T in Figure 5, with 

the one exception that the plastic particles are identified and separated from one another by 

their surface instead of by their colour. With respect to the procedure in the type-separating 

means 40, reference is therefore made to the description of automatic colour separation. 
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Patent claims 

A sorting and separating method for recycling plastics which are provided in a mixture 

of plastics as refuse, wherein the method includes separating the plastics according to 

types of plastic, 

characterised in that 

the mixture of plastics is sorted and separated according to colours, and the fractions of 

plastics thus obtained, separated according to colours, are sorted and separated 

according to types of plastic. 

The method as set forth in claim 1, characterised in that the mixture of plastics is sorted 

and separated according to primary colours, wherein the primary colours are preferably 

standardised colours, in particular RAL primary colours. 

The method as set forth in any one of the preceding claims, characterised in that 

fractions of plastics, separated according to colours, are subjected to extraction in an 

extractor (8), preferably a carrousel extractor, by means of ethyl acetate as the 

extraction medium. 

The method as set forth in any one of the preceding claims, characterised in that the 

mixture of plastics is subjected to an analysis for material degradation, and the plastics 

contained in the mixture of plastics are sorted and separated according to colours if the 

analysis establishes that a predetermined degree of degradation has not been exceeded. 

The method as set forth in any one of the preceding claims, characterised in that plastics 

(LDPE, PP) with different melting temperatures, which are obtained as a mixture by 

means of or after separation according to colours, are separated thermally by means of a 

thermal scanner (10). 
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The method as set forth in the preceding claim, characterised in that the thermal scanner 

(10) includes a conveying means (15) comprising a perforated support on which the 

plastics (LDPE, PP) to be thermally separated are transported and heated to a 

temperature at which at least one of the plastics (LDPE, PP) is in a free-flowing and at 

least one other of the plastics (LDPE, PP) is in a solid state of aggregation. 

The method as set forth in any one of the preceding two claims, characterised in that a 

plastic (LDPE) which has been transferred to a free-flowing state of aggregation by 

being heated is collected in a cooling bath (18, 22) to be re-solidified. 

The method as set forth in any one of the preceding claims, characterised in that: 

the mixture of plastics, having been separated from the non-plastics contained in a 

mixture of material, is washed with a washing fluid, and the washing fluid - together 

with washed-out organic material contained in it - is fed to a bio gas power station (2) 

comprising a bio gas generator which generates methane gas from the organic material 

by means of micro-organisms; 

the methane gas is combusted in a gas turbine; and 

a combustion gas from the gas turbine is used to produce processing energy for sorting 

and separating the plastics. 

A plant for recycling plastics and preferably also for recycling other materials contained 

in a mixture of refuse material, said plant including: 

a) a first type-separating means (1, 4, 5) with which plastics and non-plastics are 

separated; 

b) a second type-separating means (9, 10) with which the plastics separated from 

the non-plastics are separated according to types of plastic. 

characterised in that 

c) the plastics from the first type-separating means (1, 4, 5) are transported to a 

colour separating means (7; 7, 8) in which the plastics are sorted and separated 

according to colours and transported in fractions of colours to the second type- 

separating means (9, 10). 
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10. The plant as set forth in the preceding claim, characterised in that the colour separating 

means (7, 8) comprises a carrousel extractor (8) in which the fractions of plastics, 

sorted according to colours, are individually subjected to extraction using a hot 

extraction medium. 

The plant as set forth in any one of the preceding claims, characterised in that the 

second type-separating means (9, 10) comprises a thermal scanner (10) which comprises 

a conveying means (15) with a perforated support for plastics and preferably a cooling 

means (18) arranged underneath the perforated support, in a hot gas tunnel (11). 

The plant as set forth in any one of the preceding claims, characterised in that: 

the plant comprises a bio gas power station (2) with a bio gas generator topped by at 

least one gas turbine; 

the bio gas generator generates methane gas, by means of micro-organisms, from the 

organic material removed from the mixture of material in the plant; 

the methane gas is combusted in the gas turbine; and 

a combustion gas from the gas turbine is used to produce processing energy and/or the 

gas turbine is used to produce electrical energy for the plant. 

13. The plant as set forth in any one of the preceding claims, characterised in that the plant 

includes a chip and fibre recycling means (4) with which re-processible chips and fibres 

are obtained in a multi-stage chemico-thermo-mechanical method from wood refuse 

separated out from the mixture of material in the plant, 

14. The plant as set forth in any one of the preceding claims, characterised in that: 

the plastics are subjected to an analysis for material degradation by means of an 

analysing means (6); and 

plastics are only sorted and separated according to colours if a material degradation of 

the plastics does not exceed a predetermined degree of degradation, and where they do 

exceed it, are preferably comminuted into plastic particles to be used as fuel. 
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Abstract 

In a sorting and separating method for recycling plastics provided in a mixture of plastics as 

refuse, said mixture of plastics is sorted and separated according to colours. Fractions of 

plastics thus obtained, separated according to colours, are sorted and separated according to 

types of plastic. 
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THE "Grtine Punkt" SYSTEM 

in Austria and Germany 
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Fig. 8/9 

For direct sale: 
Glass, wood, paper, cardboard, card 
aluminium, iron/sheet meial/steel, nobel 
metals (copper, tin, zinc, etc.) 

Pre-sorting 
biological waste 

waste transported by HGV 

composting 

other waste 

plastics 

Municipalities 

disposal site 

ETC. 

sorter and 
regranulater 1 

sorter and 
regranulater 2 

sorter and 
regranulater 3 

plastic regranulate (with only a 95% degree of purity) 
chopped composite material (firing material for the cement industry) 

Advantages: 

- valuable substance are reclaimed. 
- no waste incineration / 

no valuable substances destroyed 
- little exhaust gas, no filter dust. 
- no primary energy destroyed 

by firing. 

Disadvantages: 

- large hauling distances 
- cannot reclaim the aluminium in 

composite material, cannot recycle 
composite material. 

- the plastic regranulate has a degree 
of purity of only 95%. 

- the compost is highly subsidised, 
as there is no market for it. 
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WASTE INCINERATION 

in Europe 
Fig. 9/9 

MUNICIPALITY 

waste transported by HGV 

waste incineration plant 

ash filter dust exhaust gas 

Advantages: 

- there is no costly pre-sorting. 
- the waste incineration plant can 

process any waste that turns up. 

Disadvantages: 

- ash is created which has to be specially 
disposed of, because it contains loaded 
residues such as aluminium oxide. 

- filter dust is created which turns up in the 
flue gas washing facility and has to be 
specially disposed of because it contains 
poisons, e.g. furances, dioxines, or their 
combustion residues. 

- transporting the waste to the incineration 
plant requires wide roads leading up to it, 
because of the enormous capacity of at least 
200,000 tonnes per year, this creates 
considerable transport costs. 

- considerable quantities of primary 
energy, such as gas or heating oil, 
have to be fired in order to incinerate 
e.g. biological waste (cut grass, etc.) 

- the large amount of HGV traffic 
is an annoyance to nearby residents. 

- valuable substances are destroyed. 
- 3 tonnes of burning materia! creates 

1 tonne of slag to be disposed of, 
i.e. the recycling rate is only 66%. 
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mit Titel 37, Code of Federal Regulations, § 1.56 von Belang 
sind. 

I acknowledge the duty to disclose information which is material 
to patentability as defined in Title 37, Code of Federal 
Regulations, § 1.56. 
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German Language Declaration 

Ich beanspruche hiermit auslandische Prioritatsvorteile gemafi Title 35, 
US-Code $ 119 faWdl hzw S 365frTi aller unten flirfoafiihrten 
Auslandsanmeldungen fur Patente oder Erfinderurkunden, oder § 
365(a) aller PCT internationalen Anmeldungen, welche wenigstens ein 
Land ausser den Vereinigten Staaten von Amerika benennen, und habe 
nachstehend durch ankreuzen samtliche Auslands- anmeldungen fiir 

| Patente bzw. Erfinderurkunden oder PCT Internationale Anmeldungen 
angegeben, deren Anmeldetag dem der Anmeldung, fur welche Prioritat 

j      beansprucht wird, vorangeht. 

I hereby claim foreign priority under Title 35, United States Code, § 
x         yyxj oi      JUJ^Uj  \JL itiiy  ivjreigii itppii^aiion^s/  tor ptiicuL or 
inventor's certificate, or § 365(a) of any PCT International application 
which designated at least one country other than the United States, listed 
application for patent or inventor's certificate, or PCT International 
iippilVtttliJIl IltlVlIlg it llllllg  Uetlc- UC-lOrt? Ulttl KJl  tllC  appiICaLKUl Oil WlllCn 
priority is claimed. 

Prior Foreign Applications 
(Friihere auslandische Anmeldungen) 

Priority Not Claimed 
Prioritat nicht beansprucht 

99 108 578.8 Europe 06 May 1999 □ 
Number Country 
(Nummer) (Land) 

(Day/Month/Year Filed) 
(Tag/Monat/Jahr der Anmeldung) 

n 
L_£. Number Country 
*m (Nummer) (Land) 

(Day/Month/Year Filed) 
(Tag/Monat/Jahr der Anmeldung) 

Q Ich beanspruche hiermit Prioritatsvorteile unter Title 35, US-Code, 
n § 119(e) aller US-Hilfsanmeldungen wie unten aufgezahlt. 

'£! 

I hereby claim the benefit under Title 35, United States Code, 
§ 119(e) of any United States provisional application(s)listed below. 

\jj (Application No.)                           (Filing Date) 
yK (Aktenzeichen) (Anmeldetag) 

twsj (Application No.)                        (Filing Date) 
(Aktenzeichen) (Anmeldetag) 

\s4z Ich beanspruche hiermit die mir unter Title 35, US-Code, § 120 
. f% zustehenden Vorteile aller unten aufgefuhrten US-Patentanmeldungen 
2f bzw. § 365(c) aller PCT internationalen Anmeldungen, welche die 

i v PrPini (rtf^Tl StflfltPTl vr»n AmpnlfJi nAnpriTipn   nnH arXro-nna   iticrtfawi Aar 'tts: ~ wiwjiiigu^ii \JWKIVSSII vuii xxiiici iiwa i/viiciiiicii, uiivi CllvCiillC, lllSUi.CJ.il UCi 
jlLJ Gegenstand eines jeden friiheren Anspruchs dieser Patentanmeldung 

"~ nicht in einer US-Patentanmeldung, bzw. PCT internationalen 
Anmeldung in in einer gemafi dem ersten Absatz von Title 35, US-Code, 
§ 112 vorgeschriebenen Art und Weise offenbart wurde, meine Pflicht 
zur Offenbarung jeglicher Informationen an, die zur Prufung der 
Patentfahigkeit in Einklang mit Title 37, Code of Federal Regulations, 
§ 1.56 von Belang sind und die im Zeitraum zwischen dem Anmeldetag 
der friiheren Patentanmeldung und dem nationalen oder im Rahmen des 
Vertrags liber die Zusammenarbeit auf dem Gebiet des Patentwesen 
(PCT) gultigen internationalen Anmeldetags bekannt geworden sind. 

I hereby claim the benefit under Title 35, United States Code, § 120 of 
any United States application^), or § 365(c) of any PCT International 
application designating the United States, listed below and, insofar as the 
subject matter of each of the claims of this application is not disclosed in 
the prior United States or PCT International application in the manner 
provided by the first paragraph of Title 35, United States Code, § 112, 
I acknowledge the duty to disclose information which is material to 
patentability as defined in Title 37, Code of Federal Regulations, § 1.56 
which became available between the filing date of the prior application 
and the national or PCT International filing date of this application. 

PCT/EP00/04097                        05 May 2000 Abandoned 
(Application No.)                        (Filing Date) 
(Aktenzeichen) (Anmeldetag) 

(Status) (patented, pending, abandoned) 
(Status) (patentiert, schwebend, aufgegeben) 

(Application No.)                         (Filing Date) 
(Aktenzeichen) (Anmeldetag) 

(Status) (patented, pending, abandoned) 
(Status) (patentiert, schwebend, aufgegeben) 

Ich erklare hiermit, dafi alle in der vorliegenden Erklarung von mir 
gemachten Angaben nach bestem Wissen und Gewissen der Wahrheit 
entsprechen, und ferner dafi ich diese eidesstattliche Erklarung in 
Kenntnis dessen ablege, dafi wissentlich und vorsatzlich falsche 
Angaben oder dergleichen gemaJS § 1001, Title 18 des US-Code strafbar 
sind und mit Geldstrafe und/oder Gefangnis bestraft werden konnen und 
dafi derartige wissentlich und vorsatzlich falsche Angaben die 
Rechtswirksamkeit der vorliegenden Patentanmeldung oder eines 
aufgrund deren erteilten Patentes gefahrden konnen. 

I hereby declare that all statements made herein of my own knowledge 
are true and that all statements made on information and belief are 
believed to be true; and further that these statements were made with the 
knowledge that willful false statements and the like so made are 
punishable by fine or imprisonment, or both, under Section 1001 of Title 
18 of the United States Code and that such willful false statements may 
jeopardize the validity of the application or any patent issued thereon. 
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ft 

German Language Declaration 

VERTRETUNGSVOLMACHT: Als benannter Erfinder 
beauftrage ich hiermit den (die) nachstehend aufgefiihrten 
Patentanwalt (Patentanwalte) und/oder Vertreter mit der 
Verfolgung der vorliegenden Patentanmeldung sowie mit der 
Abwicldung aller damit verbundenen Angelegenheiten vor dem 

POWER OF ATTORNEY: As a named inventor, I hereby 
appoint the following attorney(s) and/or agent(s) to prosecute 
this application and transact all business in the Patent and 
Trademark Office connected therewith: (list name and 
registration number) 

US-Patent- und Markenamt: 
Registrationsnummer(n) auflisten) 

(Name(n) und 

Robert L. Andersen Reg. No. 2$,131-,. 
Daniel N. Calder Reg. No. 27^424. 
Joshua L. Cohen Reg. No.""38,040. 
Jacques L. Etkowicz Reg. No. 41^738 
Jack J. Jankovitz Reg. No. ^690 
Christopher R. Lewis Reg. No. 
Hoang Steve Ngo Reg. No. 42^2 
Paul F. Prestia Reg. No. 23*034— 
Jonathan H. Spadt Reg. No. 45J22-- 

LawrenceE. Ashery 
Lowell L. Carson 
Matthew I. Cohen 
Kevin W. Goldstein 
Costas S. Krikelis 
Bruce M. Monroe 
Kenneth N. Nigon 
Allan Ratner 
Frank Tise 

Reg. No. 3A,5I5. 
Reg. No. 48,548 
Reg. No. 48J33 
Reg. No. 34,608 
Reg. No."^87tf28 
Reg. No. 33.602 
Reg. No.jlf54? 
Reg. No. 19,717 
Reg. No. 5.0.379 

Steven E. Bach 
Kevin R. Casey 
Rex A. Donnelly, IV 
William P. Hauser 
Benjamin E. Leace 
Andrew L. Ney 
Pamela D. Politis 
James C. Simmons 
Stanley Weinberg 

Reg. No. 46,m 
Reg. No. 32JJL7 
Reg. No.41,712 
Reg. No. 26,222- 
Reg. No.J.3_412 
Reg. No.20,3a0 
Reg. No. 47,865 
Reg. No.24,842_ 
Reg. No. 25,276 

Postanschrift: 

M Telefonische Auskiinfte: (Name und Telefonnummer) 

Christopher R. Lewis, RATNER & PRESTIA 
Suite 301, One Westlakes, Berwyn, ?SX3m3$Q,_ 

Send Correspondence to: 

Christopher R. Lewis  
Direct Telephone Calls to: (name and telephone number) 

Hp Vor- und Zuname des einzigen oder ersten Erfinders Full name of sole or first inventor 
Carl-Ludwig Graf von Deym 

* * Unterschrift des Erfinders Datum ^veriW's s^^ren [L    £\ ( \ff \\ Jr&J Date 

LAmuMk VWMM 12. 63, 2M 
- J Wohnsitz 

= 

Residence                        \ V7 
Nidda, Germany C^S-X 

^ Staatsangehorigkeit Citizenship 
German 

f I Postanschrift Post Office Address 
Auf der Platte 30 
63667 Nidda 1, Germany 

Vor- und Zuname des zweiten Miterfinders (falls zutreffend) Full name of second joint inventor, if any 
Fritz Michael Streuber 

Unterschrift des zweiten Erfinders Datum Second Inventor's signature Date 

Wohnsitz Residence 
Hildenhausen, Germany 

Staatsangehorigkeit Citizenship 
German 

Postanschrift Post Office Address 
Bakusbrink 27 
32120 Hildenhausen, Germany 

.. - —^ 

2 

Im Falle drifter und weiterer Miterfinder sind die Supply similar information and signature for third and 
entsprechenden Informationen und Unterschriften hinzuzufiigen.) subsequent joint inventors.) 
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Declaration and Power of Attorney for Patent Application 

Erklarung fiir Patentanmeldungen mit Vollmacht 

German Language Declaration 

Als nachstehend benannter Erfinder erklare ich hiermitan Eides 
Statt: 

dati mein Wohnsitz, meine Postanschrift und meine 
Staatsangehorigkeit den im nachstehenden nach rneinem Namen 
aufgefuhrten Angaben entsprechen7 da6 ich nach bestem Wissen 
der ursprungliche, erste und alleinige Erfinder (falls nachstehend 
nur eln Name angegeben ist) oder em urspriinglieher, erster und 
MUerftnder (falls nachstehend mehrere Namen aufgefuhrt sind) 
des Gegenstandes bin, fur den dieser Antrag gestellt wird und fur 

S=* den ein Patent fur die Brfindung rait folgendem Titel beantragt 
r~;:= wird: 

As a below named inventor, I hereby declare that; 

My residence, post office address and citizenship are as scaled 
next to my name. 

I believe I am tlie original? first and sole inventor (if only one 
name is listed below) or an original, first and joint inventor (if 
plural names are listed, below) of the subject matter which is 
claimed and for which a patent is sought on the invention entitled 

SORTING AND SEPARATING METHOD 

AND PLANT FOR RECYCLING PLASTICS 

:= deren Beschreibung hier beigefugt ist, es sei denn (in diesern 
Q FalLe Zutreffendes bitte ankreuzen), diese Erfindung 

T - Q wurde angemeldet atu 
l8^ unter der US-Anmeldenummer oder unter der 
\Q Internationalen Anmeldenummer im Rahmeu des 
;~=H Vertrags iiber die Zusammenarbeit auf dem Gebiet 
IS des Patentwesens (PCT) 
  und am 
 abgeandert (falls zutreffend). 

the specification of which is attached hereto unless the following 
box is checked: 

13       was filed on November 6, 2001 
as United States Application Number or PCT 
International Application Number 
10/009,313 and was amended by a Preliminary 
Amendment filed on November 6, 2001, 

Ich bestatige Uieiiirit, dan ich den Inhalt der oben angegebenen 
Patemanmeldung, einschliefiiich der Anspruche, die eventuell 
durch einen oben erwahnten Zusatzantrag abgeandert wurde, 
durchgesehen und verstanden habe. 

I hereby slate that I have reviewed and understand the contents 
of the above identified specification, including the claims, as 
amended by any amendment referred to above. 

Ich erkenne meine Pflicht zur Offenbarung jeglicher 
Informationen an, die zur Prufung der Patentfahigkeit in Einkiang 
mit Titel 37, Code of Federal Regulations, § 1.56 von Belang 
sind. 

I acknowledge the duty to disclose information which is material 
to patentability as defined in Title 37, Code of Federal 
Regulations, § 1.56, 
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German Language Declaration 

Ich beanspruche hiermit ausiandische Prioritatsvorteile gemafi Title 35, 
US-Code, §  119 (a)-(d)> bzw.  § 365(b) alLer unten aufgetuhrten 
Auslandsanmeldungen  fur Paiente oder Erfinderurkunden,  oder § 
365(a) aller PCT internaboniiLen Anmeldungen^ weltiie wenigstens ein 
Land ausser den Vereinigten Staaten von Amerika benennen, und habe 
nachstehend  durch ankreuzen  samtliehe  Auslands- anmeldungen fur 

|       Patente bzw. Erfinderurkunden oder PCT Internationale Anmeldungen 
aagegeben, deren Anmeldetag dem der Anmeldung, fur welche Prioritat 
beansprucht wird, vorangeht. 

i iicicuy vuiiui lurcLgn pnumy unuer Aiue J-J, unitea omies L-oue, 5 
119(a)-(d) or § 365(b) of any foreign appltcation(s) for patent or 
inventor's certificate, or § 365(a) of any PCT International application 
which designated at least one country other than the United States, listed 
application for patent or inventor's certificate, or PCT International 
application having a filing date before that of the application on which 
priority is claimed. 

Prior Foreign Applications 
(Frubere ausiandische Anmeldungen) 

Priority Not Claimed 
Prioritai nicht beansprucht 

99 108 57S.6 Europe 06 May 1999 □ 
Number Country 
(Nummer) (Land) 

(Day/Month/Year Filed) 
(Tag/Monat/Jahr der Anmeldung) 

□ 
HNuinber Country 
;~JNumrner) (Land) 

(Day/Month/Year Filed) 
(Tag/Monat/Jahr der Anmeldung) 

|«Ich beanspruche hiermit Prioritatsvorteile unter Title 35, US-Code, 
: j§ i 19(e) aller US-Hilfsanmeldungen wie unten aufgeziihit. 

I hereby claim the benefit under Title 35, United States Code, 
§ 119(e) of any United States provisional ftppHcation(s)listed below. 

^Application No.)                          (Filing Date) 
H(Aktenzeicben) (Anmelcietag) 

y Application No,)                         (Filing Date) 
,J^Aktenzeichen) (Anmeldetag) 

r~kk beanspruche hiermit die mir unter Titie 35, US-Code, § 120 
y^stehenden Vorteile aller unten autgeruhrten US-Patentanmeldungen 
;;:^)ZW. & 365(1^ Jiller PCT inlp-rrtat}(\naie»n AnmoMnnmtn  WAUIMI A\** •,„Jz       «           auci FK*I lULcruaunjtiaicti /inmeiaungen, WEicne uie 
is? Vereinigten Staaten von Amerika benennen, und erkenne, insofern der 
: Njegenstand eines jeden friiheren Anspruchs dieser Patentanmeidung 

mcht in einer US-Patentanmeldung, bzw. PCT intern&tionalen 
Anmeldung in in einer gemafi dem ersten Absatz von Title 35, US-Code, 
§ 112 vorgeschriebenen Art und Weise offenbart wurde, meine Pflichl 
zur Offenbarung jeglicher Informationen an, die zur Pruning der 
Patentfabigkeit in Einkiang mit Title 37, Code of Federal Regulations, 
& 1.56 von Belang sind und die im Zeitraum zwischen dem Anmeldetag 
der fruheren Patentanmeidung und dem nationalen oder im Rahmen des 
Vert rags uber die Zusammenarbeit auf dem Gebiet des Patentwescn 
(PCT) gultigen intemationalen Anmeldetags bekaimt geworden sind. 

I hereby claim the benefit under Title 35, United States Code, § 120 of 
any United SlaLes application(s), or § 365(c) of any PCT International 
appuwuiuu uc&tgiuuujg uic- UOJICU oiaies, listcci oeiow ana, msorar as tuts 
subject matter of each of the claims of this application is not disclosed in 
the prior United States or PCT International application in the manner 
provided by the first paragraph or Title 35, United States Code, § 112, 
I acknowledged duty to disclose information which is material to 
patentability as defmod in Title 37, Code of Federal Regulations, § 1.56 
which became available between the filing date of the prior application 
and the national or PCT International filing date of this application. 

PCT/EPOO/04097                        05 May 2000 Abandoned 
(Application No.)                         (Filing Date) 
(Aktenzeichen) (Anmeldetag) 

(Status) (patented, pending, abandoned) 
(Status) (patentiert, schwebend, aufgegeben) 

(Application No.)                      (Filing Dale) 
{AKienze jcnen;                         (Anmel oetag) 

(Status) (patented, pending, abandoned) 
(Status) (patentiert, schwebend, autgegeben) 

Ich erklare hiermit> dafi alle in der vorliegenden Erklarung von mir 
gemachten Angaben nach bestem Wissen und Gewissen der Wahrheit 
entsprechen> und ferner dafi ich diese eidesstattliche Erklarung in 
Kenntnis dessen ablege, dafi wissentlich und vorsatzlich falsche 
Angaben oder dergleichen gemaB & 10017 Title 18 des US-Code strafbar 
sind und mit Geldstrafe und/oder Gefangnis bestraft werden kcjnnen und 
daft derartige wissentlich und vorsatslich falsche Angaben die 
Rechtswirksamkeit der vorliegenden Patentanmeidung oder eines 
aufgrund deren erteiltea Patentes gefahrden konnen. 

I hereby declare that all statements made herein of my own knowledge 
arc true and that aB statements made on information and belief are 
believed to be true; and further that these statements were made with the 
knowledge that wiUful false statements and the like so made are 
punishable by fine or imprisonment, or both, under Section 1001 of Title 
18 of the United States Code and that such willful false statements may 

jeopardize the validity of the application or any patent issued thereon. 

[Page 1 of 3] 



PTO/SB/103 (8-96) 
Approved for use through 9/30/98. 0MB 0651-0032 

Patent and Trademark Office: U.S. DEPARTMENT OF COMMERCE 
Under the Paperwork Reduction Act of 1995, no persons are required to respond to a collection of Information unless it displays a valid OMB control number. 

German Language Declaration 

VERTRETONGSVOLMACHT: Als benannter Erfinder 
beaufirage ich hiermit den (die) nachstehend aufgefuhrtea 
Patentanwalt (Patentanwaite) und/oder Vertreter rait der 
Verfolgung der vorliegenden Patentanmeldung sowie mit der 
Abwicklung allcr dainit verbundenen Angel^genheiten vor dem 

(Name(n) und US-Patent-       und Markenamt: 
RegistraUonsnummer (n) auflisten) 

Robert L. Andersen Reg. No. 25,771 
Daniel N. Colder Reg, No. 27,424 
Joshua L. Cohen Reg. No. 38,040 
Jacques L. Etkowicz Reg, No. 41,738 
Jack J. Jankovkz Reg. No. 42,690 
Christopher R. Lewis Reg. No. 36,201 
Hoang Steve Ngo Reg. No. 42,932 
Paul P. Presto Rag. No. 23,031 
Jonathan H- Spadt Reg. No. 45,122 

POWER OP ATTORNEY: As a named inventor, I hereby 
appoint the following attorney(s) and/or agent(s) to prosecute 
this application and transact all business in the Patent and 
Trademark Office connected therewith; (list name and 
registration number) 

Lawrence B. Asbery 
Lowell L. Carson 
Matthew t. Cohen 
Kevin W. Goldstein 
Costas S. Krikclis 
Bnice M, Monroe 
Kenneth N. Nigon 
Allan Ratncc 
Frank Tise 

Reg. No. 34,515 
Reg. No. 48,548 
Reg. No. 48,133 
Reg. No. 34,608 
Reg, No. 28,028 
Reg. No. 33,602 
Reg. No. 31,549 
Reg. No. 19,717 
Reg. No, 50,379 

Postanschrift; 

; jTelefonische Auskunfte: (Name und Teleformummer) 

Sieven E. Bach 
Kevin R. Casey 
Rex A. Donnelly, IV 
William P. Hauser 
Benjamin B. Leace 
Andrew L. Ney 
Pamela D, Politis 
James C. Simmons 
Stanley Weinberg 

Christopher R. Lewis, RATNER & PREST?A 
Suite 301, One Westiakes, Berwyn, P.O. Box 980, 
Valley Forge, PA 19482-0980   
Send Correspondence to: 

Christopher R. Lewis  
Direct Telephone Calls to: (name and telephone number) 

Reg. No. 46,530 
Reg, No. 32,117 
Reg. No. 41,712 
Reg. No. 26,277 
Reg. No. 33,412 
Reg. No. 20,300 
Reg. No. 47,865 
Reg. No. 24,842 
Reg. No. 25,276 

: JiVor- und Zunarne des einzigen oder ersten Erfixxders Full name of sole or first inventor 
Carr-Ludwig Graf von Deym 

I, yUnterschrift des Er&nders Datum Inventor's signature Date 

l. ^Wohnsitz Residence 
Nidda, Germany 

^Staatsangefeorigkeit Citizenship 
German 

h ?JPostanschrift 

ili—  

Post Office Address 
Auf der Platte 30 
63667 Nidda 1, Germany 

Vor- und Zunarne des zweiten Miterfinders (fails zutreffend) Full name of second joint inventor, if any 
Jrfa Michael Sfre^ber 

Unterschrift des zweiten Erfinders                 Datum ( SecoUd^nVerA^ signature Date 

—4VU.^_          22.. LUJLEJ 
Wohnsitz Residence 

Hildenhausen, Germany                             ^- y 

Staatsangel\origkeit Citizenship 
German 

Postanschrift Post Office Address 
Bakusbrink 27 
32120 Hildenhausen, Germany 

'L 

Im Falle drifter und weiterer Miterfoder sind die Supply similar information and signature for third and 
entsprechenden Infbrrnationen und Unterschriften fainzuzufugen.) subsequent joint inventors.) 
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